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Resin (Amin) |l socyanate (Prepolymer):

A Polyetheramines

-Produced first commerci al plorl oynuarteiacs i n 1980s

-Used extensively -Gener al purpose

A Polyaspartic amines -Poor weather/color stability

-Commercialized in | ate 1990s

-variety of cure speeds Al i phatic

-Weather/color stability -Generally more expensive

-Often used -BS miolps)x oan ¢tllhe+rGood weat her/color stability

-general purpose coats
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Applicable Temperature
without having 32 resistance
any influence on 0
in ti
curing time 32 25
-60 -76
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Properties Pol yurethaphEBpoxy Pol yurea VI P QuickSpray
Wor king ti meSl ow Sl ow Extremly fast (5 seconds |Jto
Moi sture se|nYseisti vity Yes No, moi sture insensitve
El ongati on 600% Tend to geltUmbtrda t72dE&%
Col our st abliAvietryage, yleAveorwigeg yel] Aowinmagt i c s : average
Al i phati cs: 100% UV redist
Abr asi on r e|sA vsetraangcee Good Very good
uperior nGoi ol de Average Good
strength
Chemi cal r elsGosotdance Good Excell ent
VOC free N o No Yes
Temperature relsFstoa@EAC to FEABACAC to [+ELOMOAC to +200AC
Seaml ess No N o Yes, unlimited mil thickress
Coverage Di fferent Di fferent Average 14 I=mmm
Durati on Good Average Excell ent
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